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TR SR Y R TR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

1k & % #(Sample Description) 5 # i BBQT W i

# & ¢ % /3E (Sample i =& & %/3 (READY PACKAGING/3)
Package/Quantity)

# 5 %33 > 7 (Sample Packaging) : %8 (ROOM TEMPERATURE)

# &35 (Style/Item No.) : 092320

# &3+ 5.(Lot No.) : P2002190043

# &1 (Sample Material) D4R A, AR ER

B (Sample Submitted By) ;o Bm ARG L@ (JUSTSHINE CO., LTD)
FH R # /T /% 4 (Company Doe AT R P R E R B2E135% 1655/02-27905151/%F 4 % (NO. 16, LANE. 135, SEC. 2,

Address/Tel/Contact Person) JIUZONG RD., NEIHU DIST., TAIPEI CITY 114, TAIWAN (R.0.C)/02-27905151/ % % )
% p ¥ (Manufacturing Date) :2020/3/10

3 »xp ¥ (Expiry Date) ;203073710

kA B (Country of Origin) : ¢ ® (CHINA)

it p 8y (Sample Receiving Date) @ 2020/04/21

3% (Testing Period) :2020/04/21 TO 2020/04/30

B2 £ (Test Requested)
ZRHEApT S FARSEFEF S RFAARE (102.08.209%4% & 3 5102135014654 5 & )& 7R3, RIFEA
PR $RREg % 44, / As specified by client, with reference to Sanitation Standard for Food Utensils,
Containers and Packages (MOHW Food No. 1021350146 amended on 2013/08/20) to conduct test. Please refer to
the result table for testing item(s).

BE 2 % (Test Results) : # 4R T - (Please refer to following pages).
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P2 % (Test Results)
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BI3EIR(PART NAME)No.1 : £ /4% (METAL PLATE)
BI3E3% = (PART NAME)No. 2 : £/ (22 8 # ¥ % ) (METAL PLATE (FOOD CONTACT SIDE))
PIAIE P ¥ BlR 2% (Result) "1
(Test Items) (Unit) (Method) LOQ/LOD (Limit)
No. 1 No. 2
% 4- / Lead (Pb) % 4R 2 an (10387 25p 0.05 n. d. -——= 10
P a 3103190116954 2 ) >
S R e E TR
845k 2% & (ICP-0ES) ~ #7. /
- - According to General Method of
%4 / Antimony (Sb) % Test for Heavy Metals (MOHW 0.05 n.d. o g
Food No. 1031901169 announced,
August 25, 2014). Analysis was
performed by ICP-OES.
KB A4 < E-CK, 95°C, 304 4) ppm GREE FE L ERK 3 - n.d. 10
/ Consumption of potassium WaEs Hek (1072107 4p frge 6 3
permanganate-(water, 95°C, 30 min) %1071901983%. 22 ). /
According to Methods of Test
for Food Utensils, Containers
and Packages - Test of Plastics
(MOHW Food No. 1071901983
announced, Oct 04, 2018).
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# 3z (Note) :
I i fiij‘&i T’af*—‘,?fii TEAREREZES 0 FHAE S E 2RI % o (The test
report merely reflects the test results of the consigned matters of the
client and is not a certification of the legitimacy of the related products. )

*IFL A F LML o/ The report is invalid if it is partly reproduced or used.

0.1 wt% = 1000 ppm

LOQ = Limit of Quantification (% #1&*Y) ; LOD = Limit of Detection( i pl4&*2)

n.d. = Not Detected (&% 1) = -] >* (less than) LOQ / LOD

"-—-" = Not Conducted (ipl3g p)

REZAD CAERFhY 0 5 AR RILEFLABTINS S FF P2 F A P o (The test method marked with % is
accredited by MOHW.)

8. RIFFIP L3 @F S ARKXEH R 2q* AT 2 e #FomnE s B o (When there is a @ next to
the test item, the test method was applied to the material out of the scope from MOHW accreditation. )

3 O O1 = W DD
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X By t‘-}(t‘r-ﬁ'ﬁﬁr—r’Ell]%‘—r"-’?mfgIH;ﬁr\%/agw X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )
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¥k 42 2 & (End of Report) *x
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TG R A GERERA R RIES G LR/ RN
( The information requested from client is shown as below : )

CT/2020/41106
PIFFIEE PR
(Test Items) (Method) L0Q / LoD
K&/ Lead (Pb) £ &Rl ARNI(103£87 250 31486 3
1031901169822 & ) » mpsf -8 > £ LR kB E
?.chﬁﬁq“%;% % (ICP-OES) ~ 45. / According to
%45 / Antimony (Sb) General Method of Test for Heavy Metals (MOHW
Food No. 1031901169 announced, August 25, 2014). A pRLE 2 2R/ 4 RE
Analysis was performed by I[CP-OES. "2 (Please refer J;) the
Kk dgpd iy 42Ok, 9§°C, 078) [aome 5= ¢ ik~ 2-99ar2 (107 |result table above.)
/ Consumption of potassium = 1109 4p ez & 3 % 107190198352 2 ). / According
permanganate-(water, 95°C, 30 min) |4 yethods of Test for Food Utensils, Containers
and Packages - Test of Plastics (MOHW Food No.
1071901983 announced, Oct 04, 2018).

RERAD CAER2 R > S AR RILEFLARTINS S FF F2F A P o (The test method marked with % is

accredited by MOHW. )
BRI LA @F > S ARREIFB LR R AT 28 B R nE R o (When there is a @ next to the
test item, the test method was applied to the material out of the scope from MOHW accreditation. )
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